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Sample preparation
—=— Non-oxidated, 3x printed, temp. A
—e— Oxidated, 3x printed, temp. A
—a— Oxidated, 4x printed, temp. A
—v— Non-oxidated, 3x printed, temp. B
—— Oxidated, 3x printed, temp. B

—<— Oxidated, 4x printed, temp. B
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Sample preparation
—m—Oxidated, 3x printed
—=—Oxidated, 4x printed

1013

T T T T T
100 150 200 250 300 350

Temperature / °C

T
400



